APPROVED FOR RELEASE: Thursday, September 04, 2003 CIA-RDP91-00403R000200360043-9

‘Mathematical Model and Computer-Controelled
Programme for Blast Furnaces with Complex -~ |
‘Charge and Methane and Oxygen Injection -in the

Hot Blast, by 1, Dumitrascu, L
ROMANTAN, per. Matalurgia, Vol 22, No 12, 1970

“pp 756-760. - o
ISI 9518

. Feb 72

APPROVED FOR RELEASE: Thursday, September 04, 2003 CIA-RDP91-00403R000200360043-9



APPROVED FOR RELEASE: Thursday, September 04, 2003 CIA-RDP91-00403R000200360043-9

Investigation Regarding High Tempering
Behaviour of 40 C10 and 40 BC 10
Steels, by N. Popescu.

EUROPEAN, pex,

Yol 22, No 12, 1970, pp 761766

HNTC 72-60127=11F

BIST 9519

June 72

APPROVED FOR RELEASE: Thursday, September 04, 2003 CIA-RDP91-00403R000200360043-9



APPROVED FOR RELEASE: Thursday, September 04, 2003 CIA-RDP91-00403R000200360043-9

Considerations regarding causcd of flaws

occurring in filled steel ingots, by

8. Vacu. )

ROMANTAN, per, Wetalurpia, 1970, No 12,
780~782

BISI 9520

APPROVED FOR RELEASE: Thursday, September 04, 2003 CIA-RDP91-00403R000200360043-9



APPROVED FOR RELEASE: Thursday, September 04, 2003 CIA-RDP91-00403R000200360043-9

: ’ . mination, d Choice of .
he Thickness Determination, Control an ) _
Zteel £or .700-2000 m3 Useful Capacity Blast Furnace
Shells, by I, Vireolacu, _ :
ROMANIAN, per. Motalurgia, No 1, 1971, pp 13-19.
BISI 9617

. Oct 72

APPROVED FOR RELEASE: Thursday, September 04, 2003 CIA-RDP91-00403R000200360043-9



APPROVED FOR RELEASE: Thursday, September 04, 2003 CIA-RDP91-00403R000200360043-9

- e whe Coppelation Between Micum

1 :-Some Aspeets of the Correlation Ugtween o
8 and Irsid Resistance of Metallurgical Coke,‘.~.
% by E. Falk, _ - .
B R%MANIAN, éer. Metalurgia, Vol 23, No 2, 1971, :
b pp 69-74.

+ BISI 9651

APPROVED FOR RELEASE: Thursday, September 04, 2003 CIA-RDP91-00403R000200360043-9



APPROVED FOR RELEASE: Thursday, September 04, 2003 CIA-RDP91-00403R000200360043-9

nocts of Development in Blast Furnace Coke -
. gggggmpﬂo;l in the Tron and Steel Works, Galati,
. by S. Banu. - S
Y'Rbo{l»‘LANIAN,v per, Metalurgla, Vol 23, No 2, 1971,
pp 95-99. .
BISI 9654 .

APPROVED FOR RELEASE: Thursday, September 04, 2003 CIA-RDP91-00403R000200360043-9



APPROVED FOR RELEASE: Thursday, September 04, 2003 CIA-RDP91-00403R000200360043-9

P, Totu

v " ] : ¢ als Regarding
gtatistical Mebhematical Analys

' Optimal Grading of the Blast-TFgrnace;Charge.v

. ROMANIAN, per, Metalurgia. Bucuresti, Vol 23,
' Wo 3, 19T, pp 137-1Ml.

Ordei‘ Prefa BISI as BIST 9oL

NTC 72~60710-13H

APPROVED FOR RELEASE: Thursday, September 04, 2003 CIA-RDP91-00403R000200360043-9



APPROVED FOR RELEASE: Thursday, September 04, 2003 CIA-RDP91-00403R000200360043-9

Mbv Adriﬁn'

L ‘._Estimat:lons of the Friction Goeff
M Strip Cold Rolling. fotent tn Stesl
- ROMANIAN, per, l\detta.lurgiag Bucurest Vol 23; -
No 3, 1971, pp 14’7-148
 NIC 72-60345~13H
“PID/HO=23-1788-71

APPROVED FOR RELEASE: Thursday, September 04, 2003 CIA-RDP91-00403R000200360043-9



APPROVED FOR RELEASE: Thursday, September 04, 2003

V. I.. Popaaou

Inveatigation Regarding the Interdependence

- Between Degree of Deformation in Forging and
. Degree of Plastic Deformation Under Various
- Forging Conditions, =

ROMANIAN, per, Metalurgia Bucurest , Vol 23,

No 3, 1971, pp 149~153
NIC 72-60329-11F
FTD-H(=23-1789-71
BISI 9643 .

sept T2

APPROVED FOR RELEASE: Thursday, September 04, 2003

CIA-RDP91-00403R000200360043-9

CIA-RDP91-00403R000200360043-9



APPROVED FOR RELEASE: Thursday, September 04, 2003 CIA-RDP91-00403R000200360043-9

Investigations vegarding the replacement
of stundard coke by other fuels, by
A. Urseanu. :
RUMANIA, Metalurgia, 1971, Nov 23. 4
pD 205-208 ) ’ 23, &,
- BISI 9648 '

APPROVED FOR RELEASE: Thursday, September 04, 2003 CIA-RDP91-00403R000200360043-9



APPROVED FOR RELEASE: Thursday, September 04, 2003 CIA-RDP91-00403R000200360043-9

¥

.1 Some Aspects of Pack Chromizing Steel Parfs,
d by V. Tirziu, ' ’
ROMANIAN, per. Metalurgia, Vol 23, No u

| 1971, pp 215-218 S ’

-t BISI 9649

APPROVED FOR RELEASE: Thursday, September 04, 2003 CIA-RDP91-00403R000200360043-9



APPROVED FOR RELEASE: Thursday, September 04, 2003

"D, M, Stefanoson

,Ihvestigation Regarding the Replacement
: . , of
Standard Coke by Other Fuels, .

ROMANIAN, per, Metalurpis, Buouresti, Vol 23,

No 4, 1971, pp 229.233

NIC 72-60331-21D
- BIST 9650

APPROVED FOR RELEASE: Thursday, September 04, 2003

CIA-RDP91-00403R000200360043-9

CIA-RDP91-00403R000200360043-9



APPROVED FOR RELEASE: Thursday, September 04, 2003 CIA-RDP91-00403R000200360043-9

- . Inf]uoncn of Metallic (’hnme nnd Coke Quulity Upon cmm
ll  Consumption the the Sinter Process, by S. Forizs,
8 ROMANIAN, per, Metalurgla, Vol 23, No 5, 1971,
& vp 275- 280
- BISI 9645 :

APPROVED FOR RELEASE: Thursday, September 04, 2003 CIA-RDP91-00403R000200360043-9



APPROVED FOR RELEASE: Thursday, September 04, 2003

M. Riza

* Investigation of Rapid Processes in the
 Isothermal Transformation of Austenite.

" ROMANIAN, per, Metalurgia, Bueuresti, Vol 23, -

Ne 5, 1971, pp 287-290
NIC 72+60346~11F

APPROVED FOR RELEASE: Thursday, September 04, 2003

CIA-RDP91-00403R000200360043-9

CIA-RDP91-00403R000200360043-9



APPROVED FOR RELEASE: Thursday, September 04, 2003 CIA-RDP91-00403R000200360043-9

 ‘8teels with 9 Cr and Cther Alloying Elements .~ @
. for High Tempersture Application, by B.. Rotenstem. 3
. RUMANIAN, per, Metalurgia, Vol 23, No 5, 1971,
" pp 314321,
. BISI 9647

APPROVED FOR RELEASE: Thursday, September 04, 2003 CIA-RDP91-00403R000200360043-9



APPROVED FOR RELEASE: Thursday, September 04, 2003 CIA-RDP91-00403R000200360043-9

l‘he pmduction or sponge iron by me&na of comrted

i mathane
~ ROMINIAN, per,’ Hegs_l_.zﬂi_a, Vol 23, No 7, 1971, P h31-u35

5151 9836
g?/’/“l 78- 60700~ 11 F

APPROVED FOR RELEASE: Thursday, September 04, 2003 CIA-RDP91-00403R000200360043-9



APPROVED FOR RELEASE: Thursday, September 04, 2003 CIA-RDP91-00403R000200360043-9

C Improvenizént' in the Sanipli'ngfof‘ _Ag‘glomeraten ) |
" by 8. Forisz. . . _ B
_ R%MNIAN, per, Metalurgia, Mo 11, 197, pp 685 -
8. |
© BISI 10300

APPROVED FOR RELEASE: Thursday, September 04, 2003 CIA-RDP91-00403R000200360043-9



APPROVED FOR RELEASE: Thursday, September 04, 2003 CIA-RDP91-00403R000200360043-9

gse in iron-making-. ... -

iRotarY;tiPplers el t al. . i
vl naia, 1971, No. 11, . 8

i-'lants by A, VC
'§OMANIA, per, Metalurgid,
pp 718-720. |
BIST 10302

APPROVED FOR RELEASE: Thursday, September 04, 2003 CIA-RDP91-00403R000200360043-9



APPROVED FOR RELEASE: Thursday, September 04, 2003 CIA-RDP91-00403R000200360043-9

. Investigations Regarding the Praduction of l‘erro Mangan-
 ese Romania, by G, Stanciulescu, '
i ROMANIAN,. per. Ietalurgla! No 11, 1971, 721- 723
- BISI 10303 ‘ PP,

APPROVED FOR RELEASE: Thursday, September 04, 2003 CIA-RDP91-00403R000200360043-9



APPROVED FOR RELEASE: Thursday, September 04, 2003 CIA-RDP91-00403R000200360043-9

A, Urseanu

Influence of ¥ine Ores on Sintering Plant

Productivity
METALLURGIA, Vol 23, No 12, 1971, pp 763-766

BISI 10418

APPROVED FOR RELEASE: Thursday, September 04, 2003 CIA-RDP91-00403R000200360043-9



APPROVED FOR RELEASE: Thursday, September 04, 2003 CIA-RDP91-00403R000200360043-9

 Texture Determination: in Electrical Sheets by the
 BtehwFigure Method, by €. Glotta. :
ROMANIAN, per, Metelurgis, Vol &3, No 12, 1971,
pp 783-7. : :
BISI 10451

APPROVED FOR RELEASE: Thursday, September 04, 2003 CIA-RDP91-00403R000200360043-9



APPROVED FOR RELEASE: Thursday, September 04, 2003

1. Dragan

rdi The Estimation of
me Aspects Regaldlng_ o
aglzeDefgrmabiliEy 0f Steels By Means
he Torsion Tes
?&E%ALURGIA, Vol. 23, No. 12, 1971,

pp 180~
BISI 10452

APPROVED FOR RELEASE: Thursday, September 04, 2003

CIA-RDP91-00403R000200360043-9

CIA-RDP91-00403R000200360043-9



APPROVED FOR RELEASE: Thursday, September 04, 2003 CIA-RDP91-00403R000200360043-9

’ invaatigationu'ragaﬁding the{appl%catiqgw,A
of ergonomics in thins sheet’rolling
control,,by.Vg?Dlma, o
ROMANIAN, per, HMetalurgl

pal92-784 -

a, 1971, No. 23, 198

pTE® 10u53

APPROVED FOR RELEASE: Thursday, September 04, 2003 CIA-RDP91-00403R000200360043-9



APPROVED FOR RELEASE: Thursday, September 04, 2003

. Somc‘}\s,pec‘bs ‘Regarding.“olm 'Inf’luence of Surface
) Pl_ne_nomena Upon. Steel Quality, With Reference to
the Action of Thermoinsulating and Exothermic

- Mixtures, by D. Cosma.

CIA-RDP91-00403R000200360043-9

RUMANIAN, per, Metalurgis, Vol 23, No 12, 1971,

pp &ok-807.
BISI 1045k

Jan 73

APPROVED FOR RELEASE: Thursday, September 04, 2003

CIA-RDP91-00403R000200360043-9



APPROVED FOR RELEASE: Thursday, September 04, 2003 CIA-RDP91-00403R000200360043-9

“P. Dumitrascu et»ai'v ;

Method of Determining Reference Energy State i‘or a
Computer-Controlled Blast Furnace

g METALURGIA, No 1, 1972, jy¢ J.-5 g

. -BISI 10E95 ;

APPROVED FOR RELEASE: Thursday, September 04, 2003 CIA-RDP91-00403R000200360043-9



APPROVED FOR RELEASE: Thursday, September 04, 2003 CIA-RDP91-00403R000200360043-9

fSome Remarks Regarding Vanadium Alloying'
- Of:- High~8peed ‘RP:3-Steel: "
[METALURGIA NO. 1 1972 pp 26-—28

o Jan 1973

APPROVED FOR RELEASE: Thursday, September 04, 2003 CIA-RDP91-00403R000200360043-9



APPROVED FOR RELEASE: Thursday, September 04, 2003 CIA-RDP91-00403R000200360043-9

. Irweut gub:t.uns Reg,u:rding Frediction Posuibili’blea- ;
- for Some Complex Ble.st I‘urna.ce Pare.metra, 'oy T
P, Dumitrascu. - . i
ROMANTAN, . per, Met&lurgla, Vol 21% No 3, 1912,.
g 145=9, - : , :
BISI 106112

APPROVED FOR RELEASE: Thursday, September 04, 2003 CIA-RDP91-00403R000200360043-9



APPROVED FOR RELEASE: Thursday, September 04, 2003 CIA-RDP91-00403R000200360043-9

B Proﬂuchion oi‘ Agfrlomm‘n‘cc wnh Baulcitiw BeWeun
S1.0.8-3.40, by A, Urgesnu., -
-~ ROMANTAN, pex, Metalurgia., Yol 2k, No 3, 1972,
o pp 150-151. _
BISI 10643 '

APPROVED FOR RELEASE: Thursday, September 04, 2003 CIA-RDP91-00403R000200360043-9



APPROVED FOR RELEASE: Thursday, September 04, 2003 CIA-RDP91-00403R000200360043-9

i Bee,n.m’ling Elastioi*by Modulus o[’ Nodular Cact Iron,
[ ,Me.aium-Alloyed With S:I.licon, by T Dumitraseu. . K
“. - ROMANIAN, per, Metalurgia, Vol 2k, o 3, 1972, K
. pp 152154, e
-BISI 106hk

APPROVED FOR RELEASE: Thursday, September 04, 2003 CIA-RDP91-00403R000200360043-9



APPROVED FOR RELEASE: Thursday, September 04, 2003 CIA-RDP91-00403R000200360043-9

A M.. Petricenco i o

: _[_V:S‘Improvement in the Properties of Graphite Nodular.‘
-~ Cast Iron by Alloying and Heat Treatment,
- - METALURGIA, 1972, Vol 3, pp 155-62 .
’,,BISI 10645

APPROVED FOR RELEASE: Thursday, September 04, 2003 CIA-RDP91-00403R000200360043-9



APPROVED FOR RELEASE: Thursday, September 04, 2003 CIA-RDP91-00403R000200360043-9

mzomb- Qus.ch abic Groov.l.ng for the Roughing Lines
Cof Contlnuous Rolling Mills, by I. Tamaes. - S .
“ 'ROMANIAN, per, Me:t‘.t:l.lurg;:‘wxE Vol 2k, 1972, pp 177-9. o
‘ BISI 1061+6 ' »

APPROVED FOR RELEASE: Thursday, September 04, 2003 CIA-RDP91-00403R000200360043-9



APPROVED FOR RELEASE: Thursday, September 04, 2003 CIA-RDP91-00403R000200360043-9

 Contributions to the Study of Blastfurmace Gle.
. , ace SL
‘.Xiscosity,‘ by M. Vledescu. = o ag
<. . ROMA - rpt, Metslurgia, -Ar L 233.23
B, e st e 1 a3

i

APPROVED FOR RELEASE: Thursday, September 04, 2003 CIA-RDP91-00403R000200360043-9



APPROVED FOR RELEASE: Thursday, September 04, 2003

“soma Aapacba of 17 and 25 L Bheet-ptecl xngot

Bolidification, by 8. Martha.

CIA-RDP91-00403R000200360043-9

RONARTIAN, I'pt, M) ADrii 1972, pp 235_238'_"._'

'__BISI 10726

APPROVED FOR RELEASE: Thursday, September 04, 2003

CIA-RDP91-00403R000200360043-9



APPROVED FOR RELEASE: Thursday, September 04, 2003 CIA-RDP91-00403R000200360043-9

Ini-‘l:\,zéx‘lce'. oi';l'AiiOSfiné;:"cbnstitﬁ.eﬁ'ts; and b
S o A0y Heat = .
. Treatment Upon Normal Temperature Mechanical,
o giigigteristicszof Steel With 9% Cr aud Other
o adloying Constituents for High-Temersture Heme . -
By N, Maber, o e-Temerature Uses,
- ROMANIAN, rpt, Metalurgla, April 1972, pp 23g-ghl,

- BISI 10717

APPROVED FOR RELEASE: Thursday, September 04, 2003 CIA-RDP91-00403R000200360043-9



APPROVED FOR RELEASE: Thursday, September 04, 2003 CIA-RDP91-00403R000200360043-9

s »‘Invest:lgations Related to Steel
o U Bs'ﬁimation’ by M. Adrian, - Plasticity o
o BIST 107’8rpt.’ w’ hpril 1972; vp 246250,

APPROVED FOR RELEASE: Thursday, September 04, 2003 CIA-RDP91-00403R000200360043-9



APPROVED FOR RELEASE: Thursday, September 04, 2003 CIA-RDP91-00403R000200360043-9

s So.n‘xe' .ﬂspec"ou Regn:rding Rcseeu:ch :Ln‘ bﬁ
[£) I“ield v
cd‘ Weldable Structural Steel in the La '
Yeara, by D.- Cosma. .- - Bt Few o
o ROMANIAN » rpt,. Metalurgia A I‘il l '
o iy » Ap 972, o 268-271

APPROVED FOR RELEASE: Thursday, September 04, 2003 CIA-RDP91-00403R000200360043-9



APPROVED FOR RELEASE: Thursday, September 04, 2003

Metallurgical Industr Pros eo 50 Ldos '-
. by Re Pirvan, 5 pp, ‘:.y p t oneidered,
B ROMANIAN, per, Metalurgia, Bucharest,
- Ne 7y Jul 72, pp EE‘TEBIT

JPRS 57153

APPROVED FOR RELEASE: Thursday, September 04, 2003

CIA-RDP91-00403R000200360043-9

CIA-RDP91-00403R000200360043-9



APPROVED FOR RELEASE: Thursday, September 04, 2003 CIA-RDP91-00403R000200360043-9

Plans for Developmont: oi‘ Meballurgical

: ~Industry, by Ig. Pavoni, 7 pp.s *

. 'ROMANIAN, per, Metalur ia, Bucharest, No 8,
Aug 72, pp 521~BZL, ,
JPRS 57376 . 2

APPROVED FOR RELEASE: Thursday, September 04, 2003 CIA-RDP91-00403R000200360043-9



APPROVED FOR RELEASE: Thursday, September 04, 2003 CIA-RDP91-00403R000200360043-9

i Pxperiment:s concerning Inzf‘luenoo or‘Rclt:'e |
. Barth Elemonts on Plagticity of - Stainless

‘*ggﬁ:l;é by 0.‘Cu1da, 12 pp. . S
- ROMANIAN, per, Metalur e
Wows I’Jp 51,—) gf.a Bucnarest Ho 8, o
.;-J?Rs 57372 =

APPROVED FOR RELEASE: Thursday, September 04, 2003 CIA-RDP91-00403R000200360043-9



APPROVED FOR RELEASE: Thursday, September 04, 2003 CIA-RDP91-00403R000200360043-9

. Hinistor 0utlinos Plans for bevstomont of
: allurgionl Tndus v Develo |
| Ustallurgioal Industry, by N. Agachi. § uo.
S Sep 72, pp 585-587, o oroses Noo9,
8 JPRS 57385 . - S o TR

";ﬁovl72;

APPROVED FOR RELEASE: Thursday, September 04, 2003 CIA-RDP91-00403R000200360043-9



APPROVED FOR RELEASE: Thursday, September 04, 2003

{3Rglatof Ipromeb 1n
.ol Steel Industr Invest :
© Prisecaru, 7. pp.y ments, bZY I,

B ROMANIAN, per Mefalur ia,
j - Sep 72, ﬁn 59’ B§§
© JPRS 57385

APPROVED FOR RELEASE: Thursday, September 04, 2003

CIA-RDP91-00403R000200360043-9

Ino"aasing EffeotiveneaS'f»ﬁ

CIA-RDP91-00403R000200360043-9



APPROVED FOR RELEASE: Thursday, September 04, 2003 CIA-RDP91-00403R000200360043-9

;Soientifia Rauearoh Aids Devalapmont of -
. Metallurgical Industry, by I.- Dragan, 6 pp.iy.f'
. "ROMANIAN, per,’ Metalurgia Buoharest, No 9,””
. Sep 72; g

JPRS 573

p 600-6l

APPROVED FOR RELEASE: Thursday, September 04, 2003 CIA-RDP91-00403R000200360043-9



APPROVED FOR RELEASE: Thursday, September 04, 2003

Madrid and Its Rapidly Growing Industrial
Expansion, by luis E. R. Saus, § PP.

FOR OFFICIAL USE QNLY

SPANISH, per, Motnlu5§ia % Electicidad,
No 238, Jan 1985, pp .

DIA LN 260-66

StleElect
Jun 66 302,120

APPROVED FOR RELEASE: Thursday, September 04, 2003

CIA-RDP91-00403R000200360043-9

CIA-RDP91-00403R000200360043-9



APPROVED FOR RELEASE: Thursday, September 04, 2003 CIA-RDP91-00403R000200360043-9

APPROVED FOR RELEASE: Thursday, September 04, 2003 CIA-RDP91-00403R000200360043-9



APPROVED FOR RELEASE: Thursday, September 04, 2003 CIA-RDP91-00403R000200360043-9

Selection of Materials angd
Pms, by YO ]hv vmemlu'O

APPROVED FOR RELEASE: Thursday, September 04, 2003 CIA-RDP91-00403R000200360043-9



CIA-RDP91-00403R000200360043-9

APPROVED FOR RELEASE: Thursday, September 04, 2003

Forgin
g Furnaces: g
atin s : ‘Urnace Types - Gone
g Condltlons - Heat ROCoigry b)(:egergl Oper-
! « Courdim

il 4
FRENCP: per

N . D‘j 3
pp 274-27g, —callurgie, vol 101, yq s 1968
BISI 8589 ! '

CIA-RDP91-00403R000200360043-9

APPROVED FOR RELEASE: Thursday, September 04, 2003



APPROVED FOR RELEASE: Thursday, September 04, 2003 CIA-RDP91-00403R000200360043-9

APPROVED FOR RELEASE: Thursday, September 04, 2003 CIA-RDP91-00403R000200360043-9



APPROVED FOR RELEASE: Thursday, September 04, 2003 CIA-RDP91-00403R000200360043-9

METALLURGTE pop LA CONSTRUCTT ON MECANIQUR

APPROVED FOR RELEASE: Thursday, September 04, 2003 CIA-RDP91-00403R000200360043-9



CIA-RDP91-00403R000200360043-9

APPROVED FOR RELEASE: Thursday, September 04, 2003

Total Rogonoraty
: on
Mng laths, by 1 igfg{@WMOMG Acid Plcke

FRENCH, pep list. ¢ g
Aug 1965, pp 555 58, -t ol 57, Jul.

BIST 5373

Sciwiat
Get 67

APPROVED FOR RELEASE: Thursday, September 04, 2003 CIA-RDP91-00403R000200360043-9



APPROVED FOR RELEASE: Thursday, September 04, 2003

3licn.cltl..ng_ Undoy Electro-Condue
J?:L'}. L, iedovar, of al
f-.d;;um, pox, tot, (‘onﬁt;‘ 3

. AR 4 3 0L
dov, 1965, 1775 Se/57 e
! -

RISY 4084

tinlj Sl.’lg'

. 1"01 97’

APPROVED FOR RELEASE: Thursday, September 04, 2003

CIA-RDP91-00403R000200360043-9

CIA-RDP91-00403R000200360043-9



APPROVED FOR RELEASE: Thursday, September 04, 2003

Automatic Regulati
Clargicg, by U, B, Lok, " °f Plost Fumaco

m per s
10g7, ;Sages'm%’f;aﬁm-‘i‘m" Vol 98, Xo 10,

Sﬂﬂatemals
am-'al',}' 1568

APPROVED FOR RELEASE: Thursday, September 04, 2003

CIA-RDP91-00403R000200360043-9

CIA-RDP91-00403R000200360043-9



APPROVED FOR RELEASE: Thursday, September 04, 2003 CIA-RDP91-00403R000200360043-9

s by P, Bastien.
1967, pp 97-103.

APPROVED FOR RELEASE: Thursday, September 04, 2003 CIA-RDP91-00403R000200360043-9



CIA-RDP91-00403R000200360043-9

APPROVED FOR RELEASE: Thursday, September 04, 2003

183,79 4aro.
Bpe:;: gdgh Strength steels in the Irene

FRENCH par I‘:. by DQ Dohﬂ.ueto h

op m9:l?6' » Het COJlStr 1'-‘”&)‘.\. Vol 990 kar 1%7.

RIST 5823

Selwrat
Dec 67

APPROVED FOR RELEASE: Thursday, September 04, 2003 CIA-RDP91-00403R000200360043-9



APPROVED FOR RELEASE: Thursday, September 04, 2003 CIA-RDP91-00403R000200360043-9

Utiliaation of vrowr
" * 4 3 I’O".‘I 3 P any §
HaltIng. oducod Oro j'op Irol-

FRENCH, por, Mk, Conatp. b
. 1 . nﬂtr I:IéCQn 1r
Hovember 1967 nn 97 7-—,-U-L...____.g_, Vol 99,
BIST 6101 9Ty pp 777-70L,

Sei/lintorianlg
Jan 69

APPROVED FOR RELEASE: Thursday, September 04, 2003 CIA-RDP91-00403R000200360043-9



APPROVED FOR RELEASE: Thursday, September 04, 2003 CIA-RDP91-00403R000200360043-9

Uainor Dunkirk. ¢
¥ Anon
igggw’ per Jot. Gonstx,

BIBI,7797

~oe. ONBNX, Mecsn., Vol 101, No 3,

APPROVED FOR RELEASE: Thursday, September 04, 2003 CIA-RDP91-00403R000200360043-9



APPROVED FOR RELEASE: Thursday, September 04, 2003 CIA-RDP91-00403R000200360043-9

Direct Reduction of Iron Ore. Process Using
Methare Convertaed by Carbon Dioxida, by
I. Tripsa, et al.
FRENCH, per, Met Constr Mecan, Vol 10 j

z 1
pp 221-226., ’ > Apr 1363,
BISI 792¢

Sci-Mat
June 70

APPROVED FOR RELEASE: Thursday, September 04, 2003 CIA-RDP91-00403R000200360043-9



APPROVED FOR RELEASE: Thursday, September 04, 2003 CIA-RDP91-00403R000200360043-9

Posgible Methods of Using Pre-Red
=ieduced Product
in an Electric Steelmalking Furnace, by J .Anto;ne,

FRENCH, per, Met. Constr. Mecan., V.
1969, pp 267-27. YO0 o 5
BISI 6713

Sci/tat
Har 70

APPROVED FOR RELEASE: Thursday, September 04, 2003 CIA-RDP91-00403R000200360043-9



APPROVED FOR RELEASE: Thursday, September 04, 2003 CIA-RDP91-00403R000200360043-9

Loonoric Aspects of th
v e Use of a
:Ptlﬁgnuetgd Charge in the Production sgrgi.glly
oon 2n the Electric Furnace, by J. Astier
CH, per. Mot. Constr, Mecan Vol 1 ‘
Aug-Sep, 1969, pod15=073 H o
BIST 8358 )

APPROVED FOR RELEASE: Thursday, September 04, 2003 CIA-RDP91-00403R000200360043-9



APPROVED FOR RELEASE: Thursday, September 04, 2003 CIA-RDP91-00403R000200360043-9

A. K. YAITSKII

'On: the Pouring of Non Aging » '
_ -, Type 08Yu St .

METALLURG. 1 GORNORUDN PROM, Volume 13 eel- '
»Iv‘g;mbg; 1, 1972. pp 18-19 Lo

APPROVED FOR RELEASE: Thursday, September 04, 2003 CIA-RDP91-00403R000200360043-9



APPROVED FOR RELEASE: Thursday, September 04, 2003 CIA-RDP91-00403R000200360043-9

8, I . BORISGV

o Ertrusion of Bimetal '.l‘ubes in’ the Unstaad .
P y—State R
. _Period. METALLURG. i GORNORUDN.. PROM., Volume 13, T
N omber 2, 1972, pp 2629 R
{ HB 8877 |

APPROVED FOR RELEASE: Thursday, September 04, 2003 CIA-RDP91-00403R000200360043-9



APPROVED FOR RELEASE: Thursday, September 04, 2003 CIA-RDP91-00403R000200360043-9

B T v MALYSHEVA

‘ Pickling of Carbon Steels in Sulfuric and L N
' Hydrochloric Acids. METALLURG, 1 GORhORUDN. PROM

" Volume 13, Number 2 1972, -
- HB. 8887 . ‘ g PP 82 83

APPROVED FOR RELEASE: Thursday, September 04, 2003 CIA-RDP91-00403R000200360043-9



APPROVED FOR RELEASE: Thursday, September 04, 2003 CIA-RDP91-00403R000200360043-9

V. N.'IPATOVA

,"The Distribution of Impurities in Steel Ingots.'
METALLURG. 1 GORNORUDN. PROM., Volume 13 '
Number* 2, 1972. PP 86-—87. R
aHB 8884 -

APPROVED FOR RELEASE: Thursday, September 04, 2003 CIA-RDP91-00403R000200360043-9



APPROVED FOR RELEASE: Thursday, September 04, 2003 CIA-RDP91-00403R000200360043-9

_ .'Akimenko S

-,.._‘Features of Heat Ext:raction in Cloaed Secondary“
_Cocling Systems of Continuous-Casting Plants,. -
?.M‘ETALLURG _GORNORUDN. PROM, Vol. 13, No. 3,
3972, pp. 36=37. : = :

- HB 8925 S

APPROVED FOR RELEASE: Thursday, September 04, 2003 CIA-RDP91-00403R000200360043-9



APPROVED FOR RELEASE: Thursday, September 04, 2003 CIA-RDP91-00403R000200360043-9

N m. Spichka

D stortion Of Ingot Molds of ‘Iodular Cast Ifon.I i

1372, pp. 4J-46

8y | b

APPROVED FOR RELEASE: Thursday, September 04, 2003 CIA-RDP91-00403R000200360043-9



APPROVED FOR RELEASE: Thursday, September 04, 2003 CIA-RDP91-00403R000200360043-9

METALLURGIE, MONS
968 V8 N2 PaT=94

APPROVED FOR RELEASE: Thursday, September 04, 2003 CIA-RDP91-00403R000200360043-9



APPROVED FOR RELEASE: Thursday, September 04, 2003

The QOnFniucr, An Instrment for the Promotion of
AMr Preight, by Charles bucarre, S pp.
GOVERNMENT USL ONLY
FRENCH, per, Metalluriie It I

¢ zie Hhone Alpes, N
o 2135 pes, No 12, 1968,
ARM/FSTC/iiT=23-481-69

Sci/dech
Par 70 401,943

APPROVED FOR RELEASE: Thursday, September 04, 2003

CIA-RDP91-00403R000200360043-9

CIA-RDP91-00403R000200360043-9



APPROVED FOR RELEASE: Thursday, September 04, 2003 CIA-RDP91-00403R000200360043-9

Uxidation of Brass 67/33 Upon A

3 nonealing.
Infiusrca of the Surface Cleanliness ;rsz
Composition and Properties of the Scale
layer, by M. Regrerie, J. Herenguel.
GERMAN, per, Metallvissenscha
Vel 19, fo 11, 1955, 7 IBoTape etk

Chen Trens Sv 3085

Sel ~ Matertals
May 67

APPROVED FOR RELEASE: Thursday, September 04, 2003 CIA-RDP91-00403R000200360043-9



APPROVED FOR RELEASE: Thursday, September 04, 2003 CIA-RDP91-00403R000200360043-9

The Ocourrence of Magnesium & )

11
Segragations in Extruded meuggigiom
AlMgS1 0.5 Based on Al 99.9, by G. Schary,

GERMAN, per, Metallwissenschart
Vol 20, T 3,00 oottt wd Techuik

Chen Trans sv 3084

APPROVED FOR RELEASE: Thursday, September 04, 2003 CIA-RDP91-00403R000200360043-9



APPROVED FOR RELEASE: Thursday, September 04, 2003

GERMAN, per, Metauwissansch;ft und Techn.ik
4

JoL 20, Yo 6, 965, £p 5970,

“ham Traus Sv 2950

APPROVED FOR RELEASE: Thursday, September 04, 2003

CIA-RDP91-00403R000200360043-9

CIA-RDP91-00403R000200360043-9



APPROVED FOR RELEASE: Thursday, September 04, 2003 CIA-RDP91-00403R000200360043-9

g:h?ficﬂqumimm ofHunMnhuzmuiﬂmir
Iﬁf~i"dt10" for the Interprotation of the’
AI{g cal Pbysical Properties of iigh=Strenpth
o I};S, by F, liormbogen, i )
ERIAY, per, b

Sy Der, Metallwissenschaf Techui
\101. ‘22’ 196t L 1aft and lechnik,
*AEC/SANDIA

Sci/liaterials
Apr 69

APPROVED FOR RELEASE: Thursday, September 04, 2003 CIA-RDP91-00403R000200360043-9



APPROVED FOR RELEASE: Thursday, September 04, 2003 CIA-RDP91-00403R000200360043-9

The Applicstion or Thermobimetal HD Iow
; ratures, by J. Engster. § PD»
GOVERIMENT UsE ONLY

GERMAN, per, dotallvissenockhrt
Vol 23, Ho 2, 1963, pp 135137, 22l Soch,

HASA TT F-12,526

Sei-Materials
Nov

APPROVED FOR RELEASE: Thursday, September 04, 2003 CIA-RDP91-00403R000200360043-9



APPROVED FOR RELEASE: Thursday, September 04, 2003 CIA-RDP91-00403R000200360043-9

ke ur of metallio matorials in a vasimn wné
parious gao ewirowents - Fart 1, by b, Boimen,
1970, pp 446-455, ~ und Technik, Vol 24,

W C.E. 5727

APPROVED FOR RELEASE: Thursday, September 04, 2003 CIA-RDP91-00403R000200360043-9



APPROVED FOR RELEASE: Thursday, September 04, 2003 CIA-RDP91-00403R000200360043-9

. _Fatiéué behavioun bf metdllié Mteﬂals in o
Fatigu wion a v
8 ggmou& gas ezv:zgnzgienta.- Part 2, by M.'Bohmez:m “ and
g GERMAN, per, Me soenschaft und LKy
1970, 3 osh e technik, Vol 24,

Cols 5726

APPROVED FOR RELEASE: Thursday, September 04, 2003 CIA-RDP91-00403R000200360043-9



APPROVED FOR RELEASE: Thursday, September 04, 2003 CIA-RDP91-00403R000200360043-9

Eciwntribution to the Study of the Oxidation of
‘:I rconf.um and {)f the Diffusion of Oxygen into
é[.}ﬁr if(\)}ilude and into the Hatal, 66 pp,

:‘. » PCX, otaux, No 42, G 35=258
AECSUAPD=Tr-0001 ’  OTs b 235-as.

ScifMat
dept 608

APPROVED FOR RELEASE: Thursday, September 04, 2003 CIA-RDP91-00403R000200360043-9



APPROVED FOR RELEASE: Thursday, September 04, 2003 CIA-RDP91-00403R000200360043-9

A . = - o
s T —_——

wtudy of Llectrechenical Menosona Cone
aected with Corbilde Procipitation in Some
1:%/8 Stainless Steels, by J, Vocltzel, “
x:;u.:n'(zi, rer, -ot. Corr. Ind,, Vol 40

car 1965, pp 9I-109, ’
BIST 4439 g 1

uli=France
Seifigy
Jaa 66

204,627

APPROVED FOR RELEASE: Thursday, September 04, 2003 CIA-RDP91-00403R000200360043-9



CIA-RDP91-00403R000200360043-9

APPROVED FOR RELEASE: Thursday, September 04, 2003

;:g;ly Ioif’ Llectrochenica] Phencipng {‘
13/3L‘l't ‘?‘ﬂ.l, (,.'xri?ida Pracipi tati(m‘ an- .
otaaniess :120015. Ly J, V()gltzgldm“{‘

L

FISNGH, per, tos. o
per ‘btu Co )
Aoz 1665, 1 Topqsy,—drs Yol 40,

;.‘?f-l-'r;nlc(:
Sed /it
Jim g

CIA-RDP91-00403R000200360043-9

APPROVED FOR RELEASE: Thursday, September 04, 2003



APPROVED FOR RELEASE: Thursday, September 04, 2003

Study of ilectrochonical 11
noctad dith Coxbide o
1878 Stuindes
FRUNGE, por,

) TOROSONA ((0])w
JRhLde Yreeipltation in G
5 ;tuols, by 4, Veeltzel
SR, 2LE. Lorr, Ind,, Vol 41 )
th 1965, 1y 202=219, 2 oL,
SIS 4439 pe gy

idim e
Sei i
Jun 66

APPROVED FOR RELEASE: Thursday, September 04, 2003

CIA-RDP91-00403R000200360043-9

CIA-RDP91-00403R000200360043-9



APPROVED FOR RELEASE: Thursday, September 04, 2003 CIA-RDP91-00403R000200360043-9

s ot o
.‘T?fi"cm‘?u of lectrolytic “thing for bser
i v L'n-O.l Ve structure and i}x.:b~t:trvctuz-o f:.'
.i‘O.n. by Jd.o, Irufiior, et o, -
ity pev, Lot Lorros The 3 ]
o oystaharr st soes and, .ol Ol,June 1.66,
Bl 0,
] el 3
Y/ /{)f Gozz. oy (5 ?'og)

Sel-at

FAY Db

APPROVED FOR RELEASE: Thursday, September 04, 2003 CIA-RDP91-00403R000200360043-9



APPROVED FOR RELEASE: Thursday, September 04, 2003

of Hydrogen in I 0 the Diffugion

ron and Steels,

X Co - YI'Q.
1966, pp 405-334 rrosion Industries, Ko 495,

*Nat Bur Stard TT 70-57886

APPROVED FOR RELEASE: Thursday, September 04, 2003

CIA-RDP91-00403R000200360043-9

CIA-RDP91-00403R000200360043-9



APPROVED FOR RELEASE: Thursday, September 04, 2003 CIA-RDP91-00403R000200360043-9

Study of the Levelli

~ ¢ ng P} I

;‘iot‘zflllc Surface, by g. ,sz;x;:engn b
'(Rhi\('.!i, rer, Mot, Corros &,
1966, pp 454-467,

BISI 5949

. Rubinovitg,
«» Ind,, voi 41, Ho 12,

Sci=Mateir
far 69
377,316

APPROVED FOR RELEASE: Thursday, September 04, 2003 CIA-RDP91-00403R000200360043-9



APPROVED FOR RELEASE: Thursday, September 04, 2003

Mothods Ugeq for
trosses in ¥otals,

» Mot, Cormog, Ing
7, Ty ———eide, Vol 42
BIST é0g3 *% o'~ * '

APPROVED FOR RELEASE: Thursday, September 04, 2003

CIA-RDP91-00403R000200360043-9

CIA-RDP91-00403R000200360043-9



CIA-RDP91-00403R000200360043-9

APPROVED FOR RELEASE: Thursday, September 04, 2003

SRR 1 inents ) o
Prrm;;_“lg?&ni._, @ the Iole of nust i tin

v o op LRSI Of 500l in A s

13! e ilorzog, fmow odia,
NG, per, e, or .

o 133151, ’ Curxa, Ind, vol 42, mr 1967
BIST 6195 f

APPROVED FOR RELEASE: Thursday, September 04, 2003 CIA-RDP91-00403R000200360043-9



APPROVED FOR RELEASE: Thursday, September 04, 2003 CIA-RDP91-00403R000200360043-9

Industriol Stralghtening, by Je Flechon

PRERCH, per, Met Corros. Ind, Ho L2, May 1967,
op 204=213,
BISY 6419

APPROVED FOR RELEASE: Thursday, September 04, 2003 CIA-RDP91-00403R000200360043-9



APPROVED FOR RELEASE: Thursday, September 04, 2003

An Electron Microscope and Optical Microscope of
ltydrogen Diffusion and the Structure of Fe of
Diffusion Purity After Cathodic Charging, by

M. Dadian.

FRENCH, per, Metaux Corrosion-Industries, Vol 42,
1967, pp 345-355.

*Nat Bur Stand TT 70-57892

APPROVED FOR RELEASE: Thursday, September 04, 2003

CIA-RDP91-00403R000200360043-9

CIA-RDP91-00403R000200360043-9



APPROVED FOR RELEASE: Thursday, September 04, 2003

Role of Niobiwm in Improvement of the Mechanical
Properties of Veldable Structural Steels,

by P, Mandry.

FRENCl,per, Met. Corros. Ind., Vol 42, Nov 1967,
pp 389=411, Dec 1967, pp 433=462.

BISI 6657

ScioMaterials
Apr 69 377,778

Apr, 69

APPROVED FOR RELEASE: Thursday, September 04, 2003

CIA-RDP91-00403R000200360043-9

CIA-RDP91-00403R000200360043-9



APPROVED FOR RELEASE: Thursday, September 04, 2003 CIA-RDP91-00403R000200360043-9

Effect of Llectric Field on Grain Boundary Movew

meﬁt’ by N. Dadiano
FRENCH, per, Metaux Corrosion-Industries, Vol 42,

1967, pp 412-531,
*Nat Bar Stand TT 70-57885

Sci-Elee
Jul 70

APPROVED FOR RELEASE: Thursday, September 04, 2003 CIA-RDP91-00403R000200360043-9



APPROVED FOR RELEASE: Thursday, September 04, 2003 CIA-RDP91-00403R000200360043-9

S

O rane INDUSTRIES '
e, SO VIS s

APPROVED FOR RELEASE: Thursday, September 04, 2003 CIA-RDP91-00403R000200360043-9



APPROVED FOR RELEASE: Thursday, September 04, 2003 CIA-RDP91-00403R000200360043-9

The Scanning Llectron Microscope. Some Hotallurgicul
Applications, by G. Wyon.

FRENCH, per, Met Corros Ing, Vol 63, 1968,

Pp 419-445,

BISI 7567

Sci/Phys
May 70 406,767

APPROVED FOR RELEASE: Thursday, September 04, 2003 CIA-RDP91-00403R000200360043-9



APPROVED FOR RELEASE: Thursday, September 04, 2003

seteorites of Uppex Volta, by Pe Grloeds,
PRI
FlimGe, bk, Les coteorvites de iuto - Volta,
HunwJul 805,
RV

scifbaxth Sei

fary oo

APPROVED FOR RELEASE: Thursday, September 04, 2003

CIA-RDP91-00403R000200360043-9

CIA-RDP91-00403R000200360043-9



APPROVED FOR RELEASE: Thursday, September 04, 2003 CIA-RDP91-00403R000200360043-9

Originalien,‘bytxarl-Wulf, 1u.pp.' v
. GERMAN, "per. Zur Meteorobiologie und Meteoro-
. pathologie der Haut, pp 201-20S.
~ ACSI-K-2817 ' '

APPROVED FOR RELEASE: Thursday, September 04, 2003 CIA-RDP91-00403R000200360043-9



APPROVED FOR RELEASE: Thursday, September 04, 2003

;'\5(';-[',003'010‘:;‘\; for A]'l' b},’ Croalaw Saewoainglid
PULIA‘;“. hk, Fotooroloria d L " otk '
PR y L Loprda dla wanyatki, Of!
CESTL v 65-50313 ptideh, 1967,

SCi/Atmos Seld

Apr 68

3514277

APPROVED FOR RELEASE: Thursday, September 04, 2003

CIA-RDP91-00403R000200360043-9

CIA-RDP91-00403R000200360043-9



APPROVED FOR RELEASE: Thursday, September 04, 2003 CIA-RDP91-00403R000200360043-9

=quatlion of tho Tendoncy of /ftwmo-

phorle Stability, by 3, Brandejs,

3 pp.

CUECH, poer, lHetseoroioricle 7

To §, 1965, Tt naCliO IDIAVY,
2y 4900, p 137+

100226668~V

HATY Yk .

FUDwl 223263007

Sei/itmosphorie Sci 36k, 335

S0p O

APPROVED FOR RELEASE: Thursday, September 04, 2003 CIA-RDP91-00403R000200360043-9



APPROVED FOR RELEASE: Thursday, September 04, 2003 CIA-RDP91-00403R000200360043-9

Soil moisture measurement, b Gaclay .

Vaclav Richter. 11 pp. * rodnicky,

CZECH, per, Meteorol. Zpravy, (Pra :

T05s,” hors et ) que), Vol 22, No 1,
NASA TT F 14,137

NTC-72-14885-08M

APPROVED FOR RELEASE: Thursday, September 04, 2003 CIA-RDP91-00403R000200360043-9



APPROVED FOR RELEASE: Thursday, September 04, 2003 CIA-RDP91-00403R000200360043-9

Gervice of the Hydrometeorolo
¥ CZECH, per, Meteorologicke Zpre: Vol
| 2
1975, "om 7210- VY, 3, No 1,
ATR/FID/HC-23-818-71

APPROVED FOR RELEASE: Thursday, September 04, 2003 CIA-RDP91-00403R000200360043-9



APPROVED FOR RELEASE: Thursday, September 04, 2003 CIA-RDP91-00403R000200360043-9

Contribution to the Statistical Study of ciean Alr
Turbulence Europe-Mediterranean Are

H. Gland 28 pp. % B¥ P Brochet,
FREI;C'gé per, le Moteorologle, Vol k4, No 81, 1967,
pp -

AIR/FTD-HT-23-133-71

COPYRIGHTED INFORMATION LIMITED 10 US GOV'T ONLY

APPROVED FOR RELEASE: Thursday, September 04, 2003 CIA-RDP91-00403R000200360043-9



APPROVED FOR RELEASE: Thursday, September 04, 2003 CIA-RDP91-00403R000200360043-9

METEORGLOGIE
1967 55 N2 P28g9.271 5828,4F 17962) <NLL>

CRDER FROM NTC

APPROVED FOR RELEASE: Thursday, September 04, 2003 CIA-RDP91-00403R000200360043-9



APPROVED FOR RELEASE: Thursday, September 04, 2003 CIA-RDP91-00403R000200360043-9

Agenc |
ney:
lnmental ©Cience Serv1ces A
- dmmwtratlon
M.0 r ey .;,,,i‘u‘mu'/‘b W'“«"’“
. ero{m Aethc e ¢ 5»\747'/9

o.>v. ‘«‘V'lf‘u:‘h

Notionay, Heneed,

(ummrs 5,

Title, C.I.x

AUthor;

MeteOrOlOgie
)

Sune - ey "

cer .

LELI]C"{ .
Siage:  Frepay,

APPROVED FOR RELEASE: Thursday, September 04, 2003 CIA-RDP91-00403R000200360043-9



APPROVED FOR RELEASE: Thursday, September 04, 2003 CIA-RDP91-00403R000200360043-9

FEXPEmm i
fiar
o I Thg: TROPO,SPI.EII%IEVE

[T

5 _._./7'/(1,_7 Ft - 23 - ar@%

APPROVED FOR RELEASE: Thursday, September 04, 2003 CIA-RDP91-00403R000200360043-9



